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D. L. Brown - 704 Subiect Asbestos Bulk Sample 
C. P. Maxwell - 701/2 Analysis 
C..L. Ruddle - 704 
R. E. Sergent - 704 

Two samples you submitted for asbestos analysis showed the following 
results: 

1. Material labeled Pipe Insulation - contained asbestos. 

2. Material labeled Paper Pipe Insulation - did not contain asbestos. 

These samples were collected from the Utility lines in the Laboratory located 
on the third floor of Building 701 undergoing renovation. The results were 
verbally communicated to you by V. E. Stover of our group. 
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