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Data Sheet Coalinga Asbestos Fiber 

ULTRABESTOS—RED BRAND 

ROTAP SCREEN ANALYSIS 
(100 gms.—30 mins.) 

Plus | 6mesh 
0 

Plus 14mesh 
5% 

Plus 20mesh 
6 

Plus 28mesh 
11 

Plus 35mesh 
15 

Plus 65 mesh 
38 

Minus 65 mesh 
25 

WET SCREEN CLASSIFICATION 

BAUER McNETT TEST 

Plus 14mesh 
10% 

Minus 200 mesh 
45 

PENETRATION EFFICIENCY 
135% 

SURFACE AREA (cm’*/gm) 
26,000 

(Dyckerhoff System) 

COLOR 
68 

PACKAGING 

100-Ib. pressure packed paper bag 
24” x 16” x 10” 

100-Ib. valve packed paper bag 

50-lb. valve packed paper bag 

37” x28"x 7” 

35” x20’x 5” 

All test procedures, with the exception, of that for the Pen
etration Efficiency are as approved by the 

Quebec Asbestos Mining Association. 

The values listed above are typical test results and are not t
o be used as specifications. 
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MT-003198 

Headquarters: JOHNS-MANVILLE SALES CORPORATION 

Asbestos Fiber Sales, Manville, New Jersey 

AF-49A 2-69 
Litho in U.S.A. 
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Johns-Manville 

ASBESTOS FIBER DIVISI
ON 

Data Sheet Coalinga Asbestos F
iber 

ULTRABESTOS—FLOOR TILE GRADE 

(BLUE BRAND) 

ROTAP SCREEN ANALYSIS 
(100 gms.—30 mins.) 

Plus 6mesh 
0 

Plus 14mesh 
1% 

Plus 20mesh 
8 

Plus 28mesh 
14 

Plus 35mesh 
17 

Plus 65mesh 
. 34 

Minus 65 mesh 
26 

WET SCREEN CLASSIFICATION 

BAUER McNETT TEST 

Plus 14mesh 
10% 

Minus 200 mesh 
35 

PENETRATION EFFICIENCY / 130% 

SURFACE AREA (cm’*/gm) 
23,000 

(Dyckerhoff System) 
. 

COLOR 
68 

PACKAGING 

100-Ib. pressure packed paper bag 
24” x 16” x 10” 

100-Ib. valve packed paper bag 
37” x28"x 7” 

50-Ib. valve packed paper bag 
35” x20”x 5” 

All test procedures, with the exception of that for the Pen
etration Efficiency are as approved by the 

Quebec Asbestos Mining Association. 

The values listed above are typical test results and are no
t to be used as specifications. 
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Asbestos Fiber Sales, Manville, New Jersey 

AF-5OA 2-69 

Litho in U.S.A. 
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Johns-Manville 

ASBESTOS FIBRE DIVISION 

Data Sheet Coalinga Asbestos Fiber 

COALINGA FLOATS 

ROTAP SCREEN ANALYSIS 
(100 gms.—30 mins.) 

Plus 6mesh 
0 

Plus 14mesh 
0 

Plus 20mesh 0 

Plus 28mesh 
Trace 

Plus 35mesh 
1% 

Plus 65 mesh 
59 

Minus 65 mesh 
40 

WET SCREEN CLASSIFICATION 

BAUER McNETT TEST 

Plus 14 mesh 
. Trace 

Minus 200 mesh 
95% 

PENETRATION EFFICIENCY 
99% 

SURFACE AREA (cm’/gm) 
30,000 

(Dyckerhoff System) 

COLOR 
58 

PACKAGING 

50-Ibs. valve packed paper bag 
.33”x 18" x 6” 

All test procedures, with the exception of that for the Pen
etration Efficiency are as approved by the 

Quebec Asbestos Mining Association. 

The values listed above are typical test results and are n
ot to be used as specifications. 

TM MT-003200 

JIM 
Headquarters: JOHNS-MANVILLE SALES CORPORATION

 

Asbestos Fiber Sales, Manville, New Jersey 

AF-51A 2-69 
Litho in U.S.A. 
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Johuns-Manville 

ASBESTOS FIBER DIVISION 

Data Sheet Coalinga Asbestos Fiber 

ASBALTIC ASBESTOS 

ROTAP SCREEN ANALYSIS 
(100 gms.—3 mins.) 

Plus 65 mesh 
40% min. 

WET WASH 

Pius 200 mesh . 20% min. 

PENETRATION EFFICIENCY 
70% min. 

PACKAGING 

50-ibs. sewn paper bags 
32” x 20” x 4” 

NMT-003201 

JM 
Headquarters: JOHNS-MANVILLE SALES CORPORATION 

Asbestos Fiber Sales, Manville, New Jersey 

AF-B2A 2-69 
Litho in U.S.A. 
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-Data Sheet Coali
nga Asbestos Fiber

 

PRO/MESIUM 

ROTAP SCREEN ANALYSIS 

(100 gms.—30 mins.) 50% min. 

Passing 65 mesh 

PACKAGING 

Available in bulk only by tru
ck f.o.b. mine. 

NMIT-003202 

JM 
Headquarters: JOHNS-MANVILLE SALES CORPORATION 

Asbestos Fiber Sales, Manville, 
New Jersey 

Litho in U.S.A. 

AF-5SA 2-69 
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Margaret J. Baumgardner Affidavit Page 2 

5. Documents from this Facility were copied for the law firm of Baron & Budd. The > 
copies have come from several boxes and files at the Facility and are bates labeled MT-002875 
through MT-005161, and these documents are true and correct copies of documents found at the 
Facility. 

Margaret J. Baumgardner 

Subscribed and sworn to before 

me this SO __ day of October, 2002. 

Otary Public J 

iy Commission Expires June 18, 2005 
4850 Wadsworth Boulevard 

Wheat Ridge, Colorado 80033
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